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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

[ T

BROHM MINING CORP.
MR, JIM BARROMN
P.0, BOX 485

BEADWOODs SD
37732




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

REPORT: 098-1487 ( COMPLETE )

Geochemical
Lab Report

| REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON

DATE PRINTED: 28-NOV-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 60 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS MNUMBER
D DRILL CORE 60 2 -150 60 Assay Prep &0
Samrle Pickup 1

RENARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON
MR, JIN RARRON

INVOICE TO: MR. JIN BARRON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

REPORT: 098-1487

| PROJECT: NONE LISTED

SARPLE ELEMENT  Au SAMPLE ELENENT  Au
NUMBER UNITS  OPT NUMEER UNITS  0PT
12 R88-504-0-5 0,007 D2 RE8-506-200-205 €0,002 :
D2 RE8-506-5-10 0,010 D2 R8B-506-205-210 €0,002
12 RE8-506-10-15 0,006 D2 RB8-506-210-215 €0,002
12 REE-506-15-20 €0,002 D2 RES-504-215-220 0,003
12 RES-506-20-25 0,006 12 R88-504-220-225 €0,002
12 RE8-506-25-30 0,007 D2 REE-506-225-230 €0,002
12 R88-504-30-35 0,006 D2 R88-506-230-235 0,004
12 RE8-504-35-40 0,006 02 R88-506-235-240 40,002
D2 RE8-506-40-45 0,020 12 RE8-506-240-245 <0,002
D2 R88-504-45-50 0,005 D2 REE-506-245-250 0,015
D2 RE8-506-50-55 €0.002 D2 R88-506-250-255 0,016
02 R88-504-55-60 €0,002 D2 R8S-506-255-260 0,008
02 R88-504-60-85 0,016 B2 R88-506-260-265 0,015
12 R88-506-65-70 0,023 D2 R88-506-265-270 0,009
12 R88-506-70-75 0,009 D2 R88-506-270-275 0,007
12 R88-506-75-80 €0,002 02 R88-506-275-280 <0,002
D2 R83-504-80-85 0,012 D2 R88-504-280-285 0,002
D2 REB-506-85-90 €0,002 12 RE8-504-285-290 <0,002
02 R88-506-90-95 €0,002 02 RBS-506-290-295 0,006
12 REB-506-95-100 0,004 02 R88-506-295-300 €0,002
D2 R8S-506-100-105 0,004

12 RE8-506-105-110 <0,002

12 R88-506-110-115 0.011

D2 REE-506-115-120 0,007

D2 R88-504-120-125 0,010

D2 RBB-506-125-130 0,008

D2 REE-506-130-135 0,003

[? R88-506-135-140 0,005

D2 R88-506-140-145 0,015

12 RES-506-145-150  <0.002 j
12 R88-506-150-153 0,002 |
12 R88-506-155-180 0,015

12 R88-506-160-165 0,005

12 RE8-506-165-170 0,003

D2 R88-506-170-175 0,005 |
02 R88-506-175-180 0,013

D2 R83-504-180-185 0,010

D2 RE8-504-185-190 0,005

02 R88-504-190-195 0,008

02 R8B-506-195-200

0.007




Lab Report

BROHM MINING CORP.
MR, JIM BARRON
P.0. BOX 485
DEADROOD, SD
57732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

BC -

REPORT: 098-1488 ( COMPLETE )

] | REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: NONE LISTED

SUBNITTED BY: J. BARRON
DATE PRINTED: 28-NOV-88

NUMBER OF LONER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 45 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 45 2 -150 45 fAssay Prep 45
Sasrle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIN BARRON
MR. JIN BARRON

INVOICE TO: MR. JIM BARRON




02 R8E-506-495-500

0.008

Bondar-Clegg, lnl.)r Geochemical
12980 West Cedar Dr,
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
. BONDAR-CLEGG
REPORT: 098-1488 PROJECT! NONE LISTED PAGE 1 J
SAMPLE ELENENT  Au SANPLE ELEMENT  fu
NUMBER UNITS  OPT NUMBER UNITS  OPT
12 RB8-506-300-305 <0,002 D2 R88-506-500-505 0,003 ]
D2 R88-504-305-310 £0,002 12 RBB-504-505-510 0,004
D2 RES-506-310-315 0,020 D2 R8B-506-510-515 €0,002 |
12 R88-504-315-320 0,005 D2 RBB-506-515-520 0,006 1
D2 R88-504-320-325 0,003 D2 R88-506-520-525 0,011
12 R88-506-325-330 0,004
D2 R88-504-330-335 0,002
12 R88-506-335-340 0,002
D2 R88-506-340-345 40,002
12 RES-506-345-350 0,002
D2 R88-506-350-355 <0,002
D2 R88-506-355-360 40,002
D2 R8S-504-340-365 0,002
D2 RBS-504-145-370 €0,002 |
D2 R8B-506-370-375 0,008 ;
|
|
12 R8S-506-375-380 0,013 |
12 R88-506-380-385 0,002 !
12 RB8-S04-385-390 0,022 |
D2 R8B-504-390-395 <0,002
D2 R88-506-395-400 0,003 R =
D2 RBE-504-400-405 €0,002 |
12 RBS-506-405-410 0,004
02 REE-504-410-415 0,008
12 RBE-506-415-420 0,005
D2 R88-504-420-425 0,005
D2 REB-506-425-430 0,003
D2 R88-504-430-435 <0,002
12 RE8-506-435-440 <0,002 ,
12 RB8-506-440-445 0,003 |
D2 RBE-S506-445-450 40,002
D2 R88-506-450-455 <0.002 |
D2 RE8-504-455-460 <0,002 |
D2 R88-506-460-485 <0,002 |
12 R8E-506-465-470 <0,002
D2 RB8-506-470-475 €0,002
12 REB-506-475-480  <0,002 i
12 R8S-506-480-485 0,004 '
D2 RB8-506-485-490 0,006 |
D2 RE8-506-490-495 0,007 |




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

Lab Report

BROHM MINING CORP,
HR. JIM BARRON
P.0, BOX 485
DEADNOODs SD
57732




Bondar-Clegg, Inc.
12980 West Cedar Dr.
(303) 9894404 .

- .
-

Lab Report

REPORT! 098-1489 ( COMPLETE ) | [

REFERENCE INFO: NONE LISTED

CLIENTS BROHM MINING CORP,
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON
DATE PRINTED: 30-NOV-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER

D DRILL CORE &0 2 -150 60 Assay Prep 60
Excessive Wetness 1344
Saarle Pickup 1

REMARKS: FINAL RESULTS NOM ALL REPORTED.

REPORT COPIES TO: MR. JIN RARRON INVOICE TO: MR. JIM BARRON

MR, _JIN BARRON




B

Geochemical

Lab Report

BONDAR-CLEGG
REPORT: 098-1489 l PROJECT: NONE LISTEDR PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT
D2 RB8-504-525-530 0,009 D2 R88-506-725-730 0,006
D2 RB88-504-530-535 0,009 D2 R88-506-730-735 0,013
02 R8B8-504-535-540 0,011 02 R88-506-735-740 0,043
D2 RB8-5046-540-545 0,049 D2 R88-506-740-745 0,044
D2 RB8-504-345-550 0,146 B2 RBB-506-745-750 0.017
02 R88-506-350-555 0.083 D2 R8B-506-750-755 0,017
02 RB8-506-555-560 0,164 12 R88-506-755-760 0.008
D2 RBB-506-560-565 0,040 D2 R8B-506-7460-765 0,033
D2 R8B-506-585-570 0,037 D2 RB8-504-765-770 0,026
D2 RB8-504-570-575 0,010 02 R8B-506-770-775 0,025 |
D2 RB8-506-575-580 0,036 D2 R88-504-775-780 0,026
b2 R8B-504-580-585 0,054 02 RB8-506-780-785 0,024
D2 R88-5046-585-590 0.047 D2 R88-506-785-790 0.026
D2 R8B-506-590-595 0,094 02 R88-506-790-795 0,022
D2 R88-5046-393-600 0,034 D2 RBB-504-795-800 0,037
D2 R8B-506-600-605 0,018 D2 RB8-504-800-805 0,035
02 RBE-504-805-610 0,028 N2 RBB-504-805-810 0.023
[2 RE8-506-610-615 0,027 2 RB8-506-810-815 0.011
2 R88-506-615-620 0,018 D2 R8B-504-815-820 0.037
02 RBB-506-620-625 0,044 N2 R88-506-820-825 0,023
02 RBE-504-625-630 0,022
D2 RB88-506-630-635 0,039
02 RB8-5046-635-440 0,067
D2 RBB-5046-640-645 0,011
D2 RB8-5046-645-650 0,031
[2 RBS-506-650-4635 <0.,002
N2 RBE-506-635-640 £0,002
N2 RBE-506-660-465 <0002
02 RB8-504-665-670 £0,002
02 RB8-506-670-675 <0.002
[2 R88-504-475-480 €0.002
D2 R88-306-680-485 £0,002
D2 R88-504-685-4%0 <0,002
D2 RBB-5046-690-695 £0,002
02 RB8-306-693-700 £0,002
D2 RB8-506-700-709 £0,002
02 R8B-506-705-710 €0,002
N2 R88-506-710-715 <0,002
02 RB8-506-715-720 0,003

D2 R88-506-720-725

€0,002
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Boadar-Clegg, lnc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
o " BONDAR-CLEGG
REFORT: 098-1491 ( CONPLETE ) ] | REFERENCE INFD: NOME LISTED |
CLIENT: BROHM MINING CORP, SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 29-NOV-88
NUMBER OF LOMER
ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Bold - -3 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 33 2 -150 - Assay Prep 55
Excessive Wetness 824
Sasrle Pickur 1

REPORT COPIES TO: MR. JIM RARRON

REMARKS: FINAL RESULTS NOW ALL REPORTED.

INVOICE TO: MR. JIN BARRON

MR, _IIN RARRON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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REPORT: 098-1491

Geochemical
Lab Report

| PROJECT: NONE LISTED

PAGE 1

SANPLE ELEMENT
NUMBER UNITS

Ay
OPT

SANPLE ELEMENT
NUMBER UNITS

Au
OPT

B2 RB88-506-825-830
D2 RB8-506-830-835
D2 RB88-506-835-840
D2 R88-506-840-845
D2 RB8-506-845-850

0,022
0,012
0,003
0,007
0,014

12 R88-506-1025-1030
02 R8B-504-1030-1035
D2 RB8-5046-1035-1040
D2 RBB-506-1040-1045
12 RBB-306-1045-1050

0,005
0.017
¢.011
0,012
0.008

D2 RBB-506-850-853
D2 RB8-506-835-860
02 RBB-506-B860-845
D2 RB8-506-845-870
D2 RBB-506-870-875

0,042
0,184
0,292
0,238
0,133

D2 R88-506-1050-1053
D2 RBB-506-1055-1060
D2 R88-506-1060-1065
02 R88-506-1065-1070
D2 R88-5046-1070-1075

0.009
0,008
0.011
0.008
0,006

12 RBB-506-875-880
D2 RB88-5306-880-883
D2 R88-506-885-890
D2 REB-506-890-895
2 RBB-504-875-900

0.078
0,085
0,527
0,227
0,074

02 R88-506-1075-1080
D2 RB8-506-1080-1083
12 R88-504-1083-1090
D2 R88-506-1090-1095
B2 RB8-504-1095-1100

0.011
0,010
0.011
0.012
0.012

D2 REB-506-900-905
D2 R8B-304-905-910
D2 R8B-504-910-915
02 R88-506-915-920
N2 RB8-504-920-925

0,043
0.040
0.028
0,019
0,031

02 RB88-506-925-930
N2 R88-506-930-935
02 RB88-506-735-940
D2 R8B-506-940-945
D2 R88-504-945-950

0,041
0,010
0.007
0,018
0,025

D2 R88-504-950-955
12 R88-506-935-960
D2 RE88-306-260-945
02 R88-306-945-970
D2 RB8-506-970-975

0,011
0,009
0,014
0.008
0,004

B2 R88-306-973-980
N2 R88-506-980-985
12 R8B-504-985-990
02 REB-506-990-995
02 RB8-5046-995-1000

0,031
0,005
0,013
0,005
0.014

02 REB-5046-1000-1005
02 REB-506-1005-1010
N2 RBB-306-1010-1015
02 RE8-504-1015-1020
N2 R88-504-1020-1025

0,022
0,013
0,009
0,005
£0.002




